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Introduction 
For the control of fluid flows, valve-con-
trolled systems with directional control 
valves are preferably used in hy draul-
ic systems. In particular piston sliding 
valves, which consist essentially of cy-
lindrical components, are primarily used. 
In this case, a rotationally symmetrical 
spool moves in the axial direction relative 
to the valve housing or to a sleeve. As a 
result, one or more flow cross sections 
can be created. Through these openings, 
the volume flow can be connected or dis-
connected to the corresponding working 
ports. In conventional sliding valves, spool 
and sleeve/housing are made of metal-

lic materials. When using metallic spool 
valves, two weak points frequently occur 
in practice. The first weakness is shown in 
Fig. 1 where erosion and wear occur at the 
spool edges, which leads to a rounding of 
the control edges. The second weakness, 
the principle gap between the spool and 
sleeve/housing, which is necessary for ad-
justing the spool, leads to an annular gap 
with a height h of about 3–10 µm. The an-
nular gap results in an unavoidable leak-
age between the chambers when a pres-
sure differential is applied, as also shown 
in Fig. 1. The leakage results in a reduction 
of efficiency [1].
The use of a new innovative valve as shown 
in Fig. 2, which is part of this study, should 
lead to a reduction of the mentioned weak 
points. The valve is designed as a flat slid-
ing valve with high-performance ceramic 
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components, which have a number of ad-
vantages that can considerably improve 
the performance of valves. Compared to 
metallic materials, high-performance cer-
amics have significantly higher hardness 
and wear resistance. Therefore, the spool 
edge rounding by erosive wear, as it fre-
quently occurs when steel is used, can be 
remarkably reduced. Moreover, the high 
possible parallelism of the ceramic plates 
allows almost closed gaps. Last but not 

Fig. 1 
Erosion, wear (l.) [1] and leakage (r.) of metallic spool valves 
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least, the geometries are simple enough 
to be manufactured inexpensively from a 
cer am ic pre-product with sufficient ac cur-
acy by laser cutting.

Tribological qualification
Three kinds of high-performance ceramics 
are under investigation in this study. They 
are isostatic-pressed aluminium oxide 
(Degussit AL23) supplied by Friatec AG/DE, 
sintered silicon carbide and hot-pressed 
silicon nitride supplied by FCT GmbH/DE. 
For convenience, the chemical symbols 
Al2O3, SiC and Si3N4 are used in the follow-
ing text to represent the above mentioned 
ceramics, respectively.
High frequency movement of flat sliding 
valves requires a small friction coefficient 
in order to reduce wear and improve the 
dynamic performance. Therefore, a test 
workbench shown in Fig. 3 was developed 
by IWM and ifas at RWTH Aachen Univer-
sity to measure the static friction coef-
ficient of the pairs of high-performance 
ceramic plates, which have a dimension of 
100 mm ! 100 mm ! 4 mm. Since large 
inclinations of the workbench would result 
in inaccurate measurement of the traction 
force, a test table of a good levelness and 
negligible inclination was chosen. The 3D-
printed plastic frames enclose the ceramic 
plates, which are stacked against each 
other. The bottom frame was used to fix 
the ceramic plate below and the upper 
frame with a side-attached eyelet was 
connected to the hook of the dynamo meter 
sensor. The dynamometer can measure 
forces ranging from 0–50 N with a resolu-

tion of 0,01 N. Moreover, it is capable of 
recording force values with a frequency of 
20 Hz. The data were then exported to the 
laptop as an excel file by a Matlab script. 
Since the realistic operation condition of a 
flat sliding valve is complex and the con-
tact pressure between two ceramic plates 
is not constant, a mass set of 2–8 kg was 
used as the different normal weights for 
the plates. The ratio of the maximum trac-
tion and the weight yields the static fric-
tion coefficient.
In this work, the hydraulic oils HLP 32 
and HLP 46 were used because they are 
widely applied in hydraulic valves. The 
numbers 32 and 46 indicate the different 
kinematic viscosities [mm2/s] of the oil at 

a temperature of 40 °C. Moreover, in order 
to control the amount of the hydraulic oil 
between plate pairs, a pipette dropper was 
used in this work. 
For each test, 10 drops of oil (0,3 ml) 
were dropped on the surface of the bot-
tom cer amic plate and the 2 kg mass was 
then placed on the upper frame for 24 h to 
accelerate the spreading process. This is 
based on the assumption that 10 drops of 
hydraulic oil could be evenly and uniformly 
distributed between two plates after 24 h 
and the amount of oil is representative of 
the real working condition of flat sliding 
valves.
A specific example of the traction curve is 
shown in Fig. 4 where the SiC plates pair 
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Fig. 2 
Construction of the flat sliding valve

Fig. 3 
Test set-up of static friction coefficient

Fig. 4
An example of the traction curve
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with HLP 46 and a mass of 6 kg was stud-
ied. The traction increases almost linearly 
with test time and then comes to a plateau 
where it stagnates for several seconds. 
Any further increase in traction leads to the 
movement of upper plate. The maximum 
value of traction was used to calculate the 
static friction coefficient in this test.
The contact surfaces of all ceramic plates 
were polished with an average surface 
roughness Ra less than 0,05 µm and Rz 
below 1 µm. Three different ceramic pairs 
were studied: Al2O3–Al2O3, SiC–SiC and 
Si3N4–Si3N4. Three test conditions were 
investigated: dry without any medium, 
with HLP 32 and with HLP 46 as lubri-
cants, respectively. For each scenario, the 
measurement was repeated five times. 
The static friction coefficients with their 
standard deviations of all scenarios with 
respect to different loading weights are 
shown in the left plot of Fig. 5. It is evident 
that in most cases the friction coefficient 
increases with a higher loading weight. 
This is due to the fact that the area of 
contact for the plate pairs is actually much 
smaller than the area of coverage. Be-
cause of micro scopic irregularities in the 
surface, the plate is actually riding on a 
small fraction of the coverage area. Since 
such points of contact are deformable, an 

best combination for the flat slide valves 
from a tribological point of view.

Theory of fracture probability  
calculation
Compared with metallic materials, high-
performance ceramics have numerous 
advantages such as generally lower dens-
ity, significantly higher hardness, better 
wear and corrosion resistance which can 
significantly enhance the performance and 
life time of the flat sliding valves. However, 
high-performance ceramics have natural 
flaws, being induced during the manufac-
turing process and machining operations 
such as fabrication, grinding and polish-
ing. These flaws scatter widely in size, 
location and orientation leading to a large 
scatter of the flexural strength and lifetime 
in different production batches. This indi-
cates the data found in literature as well 
as in suppliers’ data sheets can be used 
for reference only. Since it is not feas-
ible to determine the size, location and 
orientation of each flaw with reasonable 
effort, a probabilistic approach is required 
to analyse the distribution of strength and 
fracture probability [2]. The most com-
monly method used for the strength char-
acterisation and fracture probability calcu-
lation of high-performance ceramics is the 

Fig. 5
Static friction coefficients with standard deviations of ceramic plates with different loading mass (l.),  
and the corresponding average values (r.)

increase in normal force will increase the 
area of actual contact and increase the re-
sistance against movement.
Moreover, the friction coefficients of all 
ceramic pairs were reduced significantly 
when the hydraulic oil was applied. This is 
easy to understand because hydraulic oil 
acts as a lubricant between the ceramic 
plates and the lubricant film will reduce 
the actual contact surface and resistance 
to movement. Furthermore, an interest-
ing phenomenon could be observed from 
the left curves in Fig. 5. For SiC and Si3N4, 
HLP 46 reduces the friction coefficients to 
a higher extent than HLP 32. However, the 
situation of Al2O3 is quite opposite since 
HLP 32 reduces the friction considerably 
more than HLP 46. This phenomenon is 
more intuitively shown in the right part 
of Fig. 5, where the friction coefficients of 
different loading weights were averaged.
While a reasonable explanation for this 
phenomenon is lacking, it gives a hint 
that when one selects Al2O3 as the best 
candidate, HLP 32 should be used in the 
flat sliding valve as lubricant, when SiC or 
Si3N4 are selected, HLP 46 should be used. 
A comparison of the static friction co effi-
cients in the above measured scenarios 
yields the conclusion that the ceramic pair 
Al2O3–Al2O3 with hydraulic oil HLP 32 is the 
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deflection x = –3 mm, the port P is con-
nected to port B and port A is connected 
to port T. Due to symmetry, the scenario of 
the right full deflection x = 3 mm can be 
analysed similarly. 
It should be noted that when x equals 1 
or –1 mm, the middle slider is in a vital 
position where the flat sliding valve is just 
opening or closing. 
The CFD simulation was performed with 
the software Ansys Fluent. Fig. 7 shows 
the fluid flows in port P and port B at left 
full deflection where x = –3 mm. For the 
simulation a fluid with a constant density 
of 827,9 kg/m" and a constant dynamic 
viscosity of 0,04 kg/(m s) was used, which 
corresponds to the HLP 46 at 40 °C.

two-parameter Weibull approach, which is 
defined according to eq. (1):

 (1)

Moreover,	the	friction	coefficients	of	all	ceramic	pairs	were	reduced	significantly	when	the	hydraulic	
oil	 was	 applied.	 This	 is	 easy	 to	 understand	 because	 hydraulic	 oil	 acts	 as	 a	 lubricant	 between	 the	
ceramic	 plates	 and	 the	 lubricant	 film	 will	 reduce	 the	 actual	 contact	 surface	 and	 resistance	 to	
movement.	Furthermore,	an	interesting	phenomenon	could	be	observed	from	the	left	curves	in	Fig.	5.	
For	SiC	and	Si3N4,	HLP	46	reduces	the	friction	coefficients	to	a	higher	extent	than	HLP	32.	However,	
the	situation	of	Al2O3	is	quite	opposite	since	HLP	32	reduces	the	friction	considerably	more	than	HLP	
46.	 This	 phenomenon	 is	 more	 intuitively	 shown	 in	 the	 right	 part	 of	 Fig.	 5,	 where	 the	 friction	
coefficients	of	different	loading	weights	were	averaged.	

While	a	reasonable	explanation	for	this	phenomenon	is	lacking,	it	gives	a	hint	that	when	one	selects	
Al2O3	as	the	best	candidate,	HLP	32	should	be	used	in	the	flat	sliding	valve	as	lubricant,	when	SiC	or	
Si3N4	 are	 selected,	 HLP	 46	 should	 be	 used.	 A	 comparison	 of	 the	 static	 friction	 coefficients	 in	 the	
above	measured	scenarios	yields	the	conclusion	that	the	ceramic	pair	Al2O3-Al2O3	with	hydraulic	oil	
HLP	32	is	the	best	combination	for	the	flat	slide	valves	from	a	tribological	point	of	view.	

Theory	of	fracture	probability	calculation	

Compared	with	metallic	materials,	 high-performance	 ceramics	 have	 numerous	 advantages	 such	 as	
generally	 lower	 density,	 significantly	 higher	 hardness,	 better	 wear	 and	 corrosion	 resistance	which	
can	 significantly	 enhance	 the	 performance	 and	 life	 time	 of	 the	 flat	 sliding	 valves.	 However,	 high-
performance	 ceramics	 have	 natural	 flaws,	 being	 induced	 during	 the	 manufacturing	 process	 and	
machining	operations	such	as	fabrication,	grinding	and	polishing.	These	flaws	scatter	widely	 in	size,	
location	and	orientation	 leading	 to	a	 large	 scatter	of	 the	 flexural	 strength	and	 lifetime	 in	different	
production	batches.	This	indicates	the	data	found	in	literature	as	well	as	in	suppliers’	data	sheets	can	
be	used	for	reference	only.	Since	it	is	not	feasible	to	determine	the	size,	location	and	orientation	of	
each	flaw	with	reasonable	effort,	a	probabilistic	approach	 is	 required	to	analyze	the	distribution	of	
strength	 and	 fracture	 probability	 [2].	 The	 most	 commonly	 method	 used	 for	 the	 strength	
characterization	 and	 fracture	 probability	 calculation	 of	 high-performance	 ceramics	 is	 the	 two-
parameter	Weibull	approach,	which	is	defined	according	to	Eq.	(1):	

	 𝑃𝑃! = 1 − exp − 𝜎𝜎 𝑥𝑥, 𝑦𝑦, 𝑧𝑧
𝜎𝜎!

!
𝑑𝑑𝑑𝑑 	 (1)	

where	𝜎𝜎 𝑥𝑥, 𝑦𝑦, 𝑧𝑧 	is	the	non-uniform	stress	distribution	of	a	component,	𝑚𝑚	the	Weibull	modulus	and	
𝜎𝜎!	the	 characteristic	 strength,	 respectively.	 The	Weibull	 modulus	𝑚𝑚	describes	 the	 variation	 in	 the	
strength	resulting	from	the	distribution	of	flaws	within	the	microstructure	of	ceramics.	A	low	value	of	
the	Weibull	modulus	 indicates	a	higher	 scatter	of	 the	 flexural	 strength	and	hence	 lower	 reliability,	
while	a	high	Weibull	modulus	indicates	a	more	homogeneous	flaw	distribution	throughout	the	entire	
volume	 and	 hence	 higher	 reliability.	 The	 characteristic	 strength	𝜎𝜎!	corresponds	 to	 strength	 value	
where	 63,2%	of	 the	 test	 specimens	would	 fail.	𝑚𝑚	and	𝜎𝜎!	could	 be	 directly	 calculated	 based	on	 the	
maximum	likelihood	estimator	method	after	the	bending	test	is	completed.	

However,	𝜎𝜎!	varies	with	different	test	specimen	geometries	and	loses	much	of	its	practicability	in	the	
reliability	 analysis	 and	 fracture	 probability	 calculation	 of	 high-performance	 ceramic	 components.	
Therefore,	another	 form	of	 the	 two-parameter	Weibull	approach	 is	more	widely	used.	This	 form	 is	
defined	by	Eq.	(2),	provided	that	the	statistically	distributed	flaws	inside	the	volume	are	the	reason	
for	component	failure	[3]:	

	 𝑃𝑃! = 1 − exp − 1
𝑉𝑉!

𝜎𝜎 𝑥𝑥, 𝑦𝑦, 𝑧𝑧
𝜎𝜎!!

!

!
𝑑𝑑𝑑𝑑 	 (2)	

where ! (x, y, z) is the non-uniform 
stress distribution of a component, m the 
Weibull modulus and !0 the character-
istic strength, respectively. The Weibull 
modulus m describes the variation in the 
strength resulting from the distribution of 
flaws within the microstructure of ceram-
ics. A low value of the Weibull modulus 
indicates a higher scatter of the flexural 
strength and hence lower reliability, while 
a high Weibull modulus indicates a more 
homogeneous flaw distribution throughout 
the entire volume and hence higher reli-
ability. The characteristic strength !0 cor-
responds to strength value where 63,2 % 
of the test specimens would fail. m and 
!0 could be directly calculated based on 
the maximum likelihood estimator method 
 after the bending test is completed.
However, !0 varies with different test 
specimen geometries and loses much of 
its practicability in the reliability ana lysis 
and fracture probability calculation of 
high-performance ceramic components. 
Therefore, another form of the two-param-
eter Weibull approach is more widely used. 
This form is defined by eq. (2), provided 
that the statistically distributed flaws in-
side the volume are the reason for com-
pon ent failure [3]:

 (2)
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where V0 is the unit volume and !0V is the 
Weibull scale parameter or normalised 
flexural strength, respectively. Unlike char-
acteristic strength !0, the Weibull scale 
parameter !0V is a volume-independent 
and material-specific strength value and 
shows its significance.
In the FE-simulation, the fracture probabil-
ity of each element is calculated first by 
eq. (3) and then the overall fracture proba-
bility of the structure can be obtained based 
on Weakest-link-theory by eq. (3, 4):   
    

where	𝑉𝑉!	is	the	unit	volume	and	𝜎𝜎!! 	is	the	Weibull	scale	parameter	or	normalized	flexural	strength,	
respectively.	 nlike	 characteristic	 strength	𝜎𝜎! ,	 the	 Weibull	 scale	 parameter	𝜎𝜎!! 	is	 a	 volume-
independent	and	material-specific	strength	value	and	shows	its	significance.	

n	the	FE	simulation,	the	fracture	probability	of	each	element	 is	calculated	first	by	Eq.	 (3)	and	then	
the	overall	fracture	probability	of	the	structure	can	be	obtained	based	on	Weakest-link-theory	by	Eq.	
(4):	

	 𝑃𝑃!
(!") = 1 − exp − 𝜎𝜎! 𝑥𝑥, 𝑦𝑦, 𝑧𝑧

𝜎𝜎!!

!
𝑉𝑉(!") 	 (3)	

	 𝑃𝑃!,!"! = 1 − 1 − 𝑃𝑃!
(!")

!"#

!!!

!"

!!!
	 (4)	

where	NE	is	the	number	of	finite	elements	and	N E	is	the	number	of	 aussian	integration	points	per	
element.	𝑉𝑉(!")	is	the	volume	of	the	corresponding	integration	point	volume.	

	 i ulation	

n	 order	 to	 calculate	 the	 fracture	 probability	 based	 on	 Eq.	 (3)	 and	 Eq.	 (4),	 the	maximum	principal	
stress	distribution	𝜎𝜎! 𝑥𝑥, 𝑦𝑦, 𝑧𝑧 	of	the	flat	sliding	valve	must	be	obtained	beforehand.	However,	during	
the	operation	of	the	flat	sliding	valve,	the	fluid	flow	behavior	is	complex	and	the	pressure	distribution	
of	 the	 contact	 regions	between	 the	 fluid	 flows	 and	 the	 ceramic	 plates	 is	 unknown.	 Therefore,	 the	
Computational	 Fluid	 ynamics	 (CF )	 simulation	 has	 been	 used	 to	 obtain	 the	 pressure	 profiles	 of	
contact	regions	in	fluid	flows.	

A	sectional	view	of	the	flat	sliding	valve	is	shown	in	Fig.	6	(top)	where	the	channels	inlet	P,	working	
ports	A	and	B,	and	tank	T	which	are	marked	in	red,	green	and	blue,	representing	the	flow	channels.	
uring	operation,	 the	upper	and	bottom	control	plates	are	 fixed	and	 the	middle	 slide	plate	moves	

left	and	right	to	change	the	connected	ports.	This	 is	shown	in	Fig.	6	(bottom)	where	the	flow	cross	
sections,	 their	 corresponding	 cutouts	 and	 flow	 directions	 in	 two	 typical	 positions	 are	 illustrated.	
When	the	slider	is	in	the	neutral	position	where	𝑥𝑥 = 0,	the	port	P	and	port	T	is	not	connected	to	port	
A	or	B.	 n	 this	 positon,	 all	 flow	 channels	 are	 separated	 from	each	 other	 and	 no	 flow	between	 the	
ports	exists.	When	the	slider	moves	to	the	left	full	deflection	𝑥𝑥 = −3 mm,	the	port	P	is	connected	to	
port	 	and	port	A	is	connected	to	port	T.	 ue	to	symmetry,	the	scenario	of	the	right	full	deflection	

	

Fig.	6	Flow	channels	P,	A,	B	and	T	(top)	and	flow	cross	sections,	cutouts	and	flow	directions	(bottom)	

  (3)

    (4)

where NE is the number of finite elements 
and NGE is the number of Gaussian inte-
gration points per element. V(ij) is the vol-
ume of the corresponding integration point 
volume.

CFD simulation
In order to calculate the fracture prob-
ability based on eq. (3) and eq. (4), the 
maximum principal stress distribution 
!1 (x, y, z) of the flat sliding valve must be 
obtained beforehand. However, during the 
operation of the flat sliding valve, the fluid 
flow behaviour is complex and the pres-
sure distribution of the contact regions 
between the fluid flows and the ceramic 
plates is unknown. Therefore, the Compu-
tational Fluid Dynamics (CFD) simulation 
has been used to obtain the pressure pro-
files of contact regions in fluid flows.
A sectional view of the flat sliding valve is 
shown in Fig. 6 (top) where the channels 
inlet P, working ports A and B, and tank T 
which are marked in red, green and blue, 
representing the flow channels. During 
operation, the upper and bottom control 
plates are fixed and the middle slide plate 
moves left and right to change the con-
nected ports. This is shown in Fig. 6 (bot-
tom) where the flow cross sections, their 
corresponding cutouts and flow directions 
in two typical positions are illustrated. 
When the slider is in the neutral position 
where x = 0, the port P and port T is not 
connected to port A or B. In this position, 
all flow channels are separated from each 
other and no flow between the ports ex-
ists. When the slider moves to the left full 

Fig. 6 
Flow channels P, A, B and T (top) and flow cross sections,  
cutouts and flow directions (bottom)

Fig. 7 
Pressure distribution along the flow  
cross-section, at left full deflection
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successfully transferred into the corres-
ponding surfaces of the slide and control 
plates as surface loadings.
The maximum principal stress distribu-
tion at left full deflection (x = –3 mm) is 
shown in the left contour plot in Fig. 8. 
The right contour plot was obtained by ap-
plying the maximum working pressure of 
300 bar uniformly distributed on the fluid 
and plates contact regions. Comparing the 
contour plots of both situations, the results 
show similar stress distribution, maximum 
principal stress value and fracture prob-
ability. More specifically, the peak princi-
pal stress and fracture probability of the 
situation with uniformly distributed pres-
sure 300 bar is slightly higher than the 
case with CFD results. This indicates this 
simplification, which significantly reduces 
computational time, is relatively more 
conservative and could be further appro-
priately used in the simulations of different 
slider positions afterwards. 
Three additional slider positions where x 
equals –2, –1 and 0 mm were studied. As 
mentioned before, x equals –1 mm is a 
 vital position where the flat sliding valve 
is just opening or closing. When treated as 
close state, only the pressure in channel P 
was applied. When treated as open state, 
both the pressure in channel P and B were 
considered. Therefore, two fracture prob-
abilities were calculated corresponding to 
the valve close and open state at position 
x = –1 mm. 
The short-term fracture probability of Al2O3 
flat sliding valves at different slider pos-
itions is shown in Fig. 9. From this figure 
we may conclude when the valve is in 
the close state, the fracture probability 
remains constant with a very small value 
of around 0,021 %. When the valve opens, 
the fracture probability increases sig-
nificantly to around 0,22 % due to more 
contact regions and pressurized surfaces. 
The worst case is observed at position 
x = –1 mm when the valve is just opening.
The worst case was further investigated 
for SiC and Si3N4. It can be seen from Tab. 2 
that despite different Young’s modulus and 
Poisson ratio of these high-performance 
ceramics, the peak maximum principal 
stresses of all ceramics are almost identi-
cal. Moreover, compared to Al2O3, Si3N4 has 
significantly higher flexural strength and 
the fracture probability drops considerably 
to nearly zero. This does not necessarily 

maximum working pressure is 300 bar. 
The static pressure distribution of the 
fluid flows at left full deflection is shown in 
Fig. 7. It is evident that the pressure distri-
bution of the fluid flow is inhomogeneous 
and ranges from 290–300 bar. The pres-
sure profiles of the fluid flows from the 
CFD simulation were later used as load-
ing conditions for the Finite Element (FE) 
simulation for the ceramic plates in the flat 
sliding valves.

FE-Simulation and fracture probability 
calculation
The idea of applying the results from the 
CFD simulation into FE-simulation is at-
tractive since the inhomogeneous pres-
sure distribution of the fluid flows obtained 
from the CFD simulation represents the 
real istic scenario in service. 
In the FE-simulation, the ceramics were 
defined as purely elastic materials in 
ABAQUS and their material properties 
were found from the suppliers’ data sheet 
[4, 5] and are listed in Tab. 1. 
As a case study, Al2O3 was investigated 
firstly. The upper and bottom control plates 
were fixed. The pressure distribution of the 
fluid flows from the CFD simulation was 

According to the requirements defined by 
the project-accompanying working group 
(VDMA/DE), the permissible pressure drop 
between the inlet and outlet port is 10 bar. 
With a pressure drop of 10 bar, the volume 
flow was calculated to be 30 l/min and 
was set as boundary condition at the inlet 
port P. The port B was defined as an out-
let with a pressure of 290 bar, since the 

Tab. 1 
Material properties used in FE-simulation and fracture probability calculation

Ceramics Al2O3 SiC Si3N4

Young’s modulus E, [GPa] 380 400 310

Poisson ratio " 0,22 0,15 0,26

Weibull modulus m 10 10 15

Flexural strength !0V, [MPa] 320 400 910

Fig. 9 
The fracture probability of the flat  
sliding valve constructed with Al2O3

Fig. 8 
Stress distribution of applying pressure from the CFD results (l.), and constant 
inner pressure of 300 bar (r.)
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the ceramic plates was then obtained in 
the FE-simulation and compared to the 
situation where the constant inner pres-
sure was applied. With the information 
of the stress distribution of control and 
slide plates in flat sliding valves, the frac-
ture probability was calculated based on 
the Weibull approach and weakest-link-
theory. It was found that ceramic plates 
have the highest fracture probability at 
vital position when the flat sliding valve is 
just opening, which was seen as the worst 
case. The fracture probabilities of all three 
ceramics in the worst case situation were 
calculated and Si3N4 has a negligible frac-
ture probability. However, determining the 
most appropriate ceramic material for the 
flat sliding valve needs a deeper insight 
into the microstructure and edge qual-
ity of the laser cut openings in the high-
perform ance ceramic slide plates.
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condition. Moreover, the influence of two 
hydraulic oils on the friction was stud-
ied. While HLP 32 hydraulic oil reduces 
the frictional coefficients of Al2O3–Al2O3 
pair to a significantly higher extent than 
HLP 46, the opposite situation was ob-
served for SiC–SiC and Si3N4–Si3N4 where 
HLP 46 works better. This indicates when 
Al2O3 is selected in the hydraulic system, 
the hydraulic oil HLP 32 is a good choice 
and when SiC or Si3N4 is selected, HLP 46 
is better for flat sliding valve in terms of 
 tribological performance.
Furthermore, the CFD simulation was car-
ried out to obtain the pressure profiles 
of the fluid flows on the contact regions. 
These pressure profiles from the CFD 
simulation were transferred to the cor-
res ponding areas of ceramic plates in the 
FE-simulation as surface loadings. The 
maximum principal stress distribution of 

mean Si3N4 is the best choice for valves, 
because choosing the most appropriate 
high-performance ceramic needs a more 
comprehensive and full-scale investiga-
tion of the mechanical properties and their 
costs. Since the microstructure and edge 
quality decide the materials’ macroscopic 
properties, the microstructures and pro-
cessability by laser-cutting of these high-
performance ceramics will be studied in 
the next phase of this project. 

Summary
In this work, the static frictional coeffi-
cients of Al2O3–Al2O3, SiC-SiC and Si3N4–
Si3N4 plate pairs with different loading 
masses were measured via a workbench 
developed by IWM and ifas at RWTH 
Aachen University. The results show that 
the polished Al2O3–Al2O3 pair has the low-
est static frictional coefficients in dry 
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Tab. 2 
The peak value of the maximum principle stress and fracture probability of Al2O3, SiC and Si3N4 in 
the worst case (300 bar loading, valve position at x = –1 mm just opening)

Ceramics Al2O3 SiC Si3N4

Peak stress, !(1, max), [MPa] 161,92 161,07 162,84

Fracture probability Pf [%] 0,223 0,023 5,46 · 10–10


